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166 AVENUE DES AUREATS.
26 000 VALENCE - FRANCE

The following sample(s) was/were submitted and identified on behalf of the clients as : SEE ATTACHMENT

SGS Job No. :

Manufacturer :
Supplier :

Country of Origin :
Style No. :

Age Labelling :

SHHL20065210250T - SH
BLEU AGRO

BLEU AGRO

CHINA

BS-PE

ALL AGES

Date of Sample Received : 10 Jul 2020

Testing Period :
Test Requested :
Test Method :
Test Results :

Result Summary :

10 Jul 2020 - 21 Jul 2020
Selected test(s) as requested by client.
Please refer to next page(s).

Please refer to next page(s).

Test Requested

Conclusion

Commission Regulation (EU) No 10/2011 of 14 January 2011 with amendments PASS
-Overall migration

Commission Regulation (EU) No 10/2011 of 14 January 2011 with amendments PASS
-Specific migration of heavy metal

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

scan to see the report

Dorss L

Delores Liu
Approved Signatory

SHAHG2013010401

Unless otherwise agreed in writing, this document is issued by the Company 1 to its G of Service printed
overleaf, available on request or accessible at hilp:/fwww. mien, nditi and, far oledronlc format documents,
subject lo Terms and Conditions for Electronic uments al 7 ;| on u m\mnan -c-anuitinntJTmH-Documnl ASPX.
Attention is drawn to the limitation of liability, indemnification and juris ny
advised that information contained hereon reflects the Company’s findings at lha umn uflla hﬂtawnmlon unl und \rd(hin Ihe limits of
lient's instructions, if any. The Company’s sole rupunaibili is to Irs Client and this document does not exonerate parties to a
e : transaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced
- i - sxcept in full, without prior written approval of the Company. Any unauthorized alleration, l'or?-ry or falsification of the content or
n Fr g b g4 R = appearance of this decument is unlawful and offenders mav be prosecuted fo the fullest extent of the law. Unless otherwise stated the
% 1 hspecncn& Tesu'lg quuﬁ =} results shown in this test report refer on1rt0th§ sample(s] tes!
Attention: To check the authenticity of testing finspection !Luurl & certificate, please contact us at telephone: (86-755) 8307 1443,
h k, or amail: CN.Doccheacki@sgs.com
. w,

_I;ﬁir:'. #)02 11 | 3" Building.No.889 Yishan Road Xuhui District Shanghai China ~ 200233 {EAE (B6-21) 61402553 {EAE (86-21)64053670  www.sgsgroup.com.cn
hE -+ - HICEELMEsOSISE  fE: 200233 tHL (86-21) 61402584  {HL (86-21)61156899 @ sgs.china@sgs.com
|

Member of the SGS Group (SGS SA)

5
ﬁ”'::r:*




bleu

Test Report No. SHAHG2013010401 Date: 21 Jul 2020 Page 2 of 7

Test Results :

Test Part Description :

Specimen No. SGS Sample ID Description Material
(claimed by the client)
SN1 SHA20-130104.001  White plastic film PE
SN2 SHA20-130104.002  Blue plastic film PE

Remarks :
(1) mg/dm? = milligram per square decimeter
(2) mg/kg = milligram per kilogram
(3) °C= degree Celsius
(4) <=less than
(5) MDL = Method Detection Limit
(6) ND = Not Detected ( < MDL)

Commission Regulation (EU) No 10/2011 of 14 January 2011 with amendments -Overall migration

Test Method : With reference to Commission Regulation (EU) No 10/2011 of 14 January 2011 Annex IIl and
Annex V for selection of condition and EN 1186-1:2002 for selection of test methods;
EN 1186-3: 2002 aqueous food simulants by total immersion method;
EN 1186-14: 2002 substitute test;

Simulant Used Time Temperature Max. Permissible Result of 001 Conclusion
Limit Overall migration
10% Ethanol (V/V) Aqueous  2.0hr(s) 70°C 10mg/dm? <3.0mg/dm? PASS
Solution

3% Acetic acid (W/V) 2.0hr(s) 70°C 10mg/dm? <3.0mg/dm? PASS
aqueous solution

95% Ethanol 2.0hr(s) 60°C 10mg/dm? <3.0mg/dm? PASS
Isooctane 40°C 10mg/dm? <3.0mg/dm? PASS

Simulant Used Time Temperature Max. Permissible Result of 002 Conclusion
Limit QOverall migration
10% Ethanol (V/V) Aqueous 70°C 10mg/dm? <3.0mg/dm? PASS
Solution
3% Acetic acid (W/V) 2.0hr(s) 70°C 10mg/dm? <3.0mg/dm? PASS
aqueous solution
95% Ethanol 2.0hr(s) 60°C 10mg/dm? <3.0mg/dm? PASS

0.5hr(s) 40°C 10mg/dm? <3.0mg/dm? PASS
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Notes :
(1) Analytical tolerance of aqueous simulants is 2 mg/dm? or 12 mg/kg.
(2) Analytical tolerance of fatty food simulants is 3 mg/dn? or 20mg/kg.
(3) Test condition & simulant were specified by client.
(4) Report the first migration result.

Commission Regulation (EU) No 10/2011 of 14 January 2011 with amendments -Specific migration of heavy
metal

Test Method : With reference to EN13130-1:2004, analysis was performed by ICP-OES.
Sample 001

Simulant Used : 3% Acetic acid (W/V) aqueous solution
Test Condition: 70 °C 2.0 hr(s)

Test Item(s) Max. Permissible Unit Test result
Limit
Migration times - First
Area/volume 6.0
Aluminium(Al) . ND
Barium(Ba) . ND
Cobalt{Co) . . ND
Copper(Cu) . ND
Iron(Fe) . ND
Lithium(Li) . . ND
Manganese(Mn) . . ND
Zinc(Zn) . ND
Nickel(Ni) . . ND
Conclusion PASS

Sample 002

Simulant Used : 3% Acetic acid (W/V) aqueous solution
Test Condition: 70 °C 2.0 hr(s)

Test Item(s) Max. Permissible Unit Test result
Limit
Migration times - - - First
Area/volume - dm?/kg - 6.0
Aluminium(Al) 1 mag/kg 0.1 ND
Barium(Ba) 1 mg/kg 0.25 ND
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Cobalt(Co) 0.05 mg/kg 0.01 ND
Copper(Cu) 5 mag/kg 0.25 ND
Iron(Fe) 48 ma/kg 0.25 ND
Lithium(Li) 0.6 mg/kg 0.5 ND
Manganese(Mn) 0.6 mg/kg 0.25 ND
Zinc(Zn) 5 mg/kg 0.5 ND
Nickel(Ni) ) mg/kg 0.02 ND
Conclusion PASS

Notes :
(1) Test condition & simulant were specified by client.
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SEE ATTACHMENT:

POLYETHYLENE PE MATERIAL IN WHITE, BLUE COLOUR FOR
PRODUCING COVERALLS, VISITOR COAT, GOWN, JACKET,

PANTS, CAPS AND OTHER HEADWEAR, GLOVES, CAPE, BAGS,
SHOE COVER, BOOT COVER, APRON, DUST COVER, BED SHEETS,
SLEEVE COVER, HOOD, AND OTHER ACCESSORIES
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Sample photo:

SHA20-130104.001

SHAZ20-130104.002
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SGS authenticate the photo on original report only
*** End of Report ***
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